Safety Advice 03-2002 (NZ)

TRUCK MOUNTED CRANES

Staff noticed a crack in the truck mounted crane boom. The vehicle had been inspected
previously and there had been no visual sign of a crack.

The damage is described as a “weld failure along a length of boom in the first 300mm of the main
boom section. The crack in the weld is approximately 150mm.” (Refer attached photo).

Corrective action is underway for the plant (a Palfinger Pk 16,000) and it is recommended that
truck mounted cranes be checked for this damage prior to next use.

If you require further information please contact admin@eea.co.nz.




